(1) mg/dm? = milligram per square decimeter
mg/kg = milligram per kilogram
(2) °C = degree Celsius

(3

) <=less than
(4) RL = Reporting Limit

(5) ND = Not Detected (< RL).

Test Report No.: CANHL23007024501 Date: Aug 03, 2023
Test Result(s):
Test Part Description:
Material
SN ID Sample No. SGS Sample ID Description (claimed by
j the client)
SN1 Al CAN23-0070245-0001.C001 Silvery metal scissors 8‘2;2':'53
Remarks:

Requlation (EC) No 1935/2004 of the European Parliament and of the Council of 27 October 2004,

Europe Resolution CM/Res(2013)9 - Extractable Heavy Metals

Test Method:

With reference to EN 13130-1:2004, analysis was performed by ICP-OES and ICP-MS.

Simulant used

0.5% Citric acid

Test condition 70°C 0.5 hr
Envelope volume 250mL
Test Item(s) Unit(s) RL (1s+27d) Migration 3 Migration
Limit A1 Limit Al
Aluminium (Al) ma/kg 0.2 35 ND 5 ND
Antimony (Sh) ma/kg 0.02 0.28 ND 0.04 ND
Chromium(Cr) ma/kg 0.1 1.75 ND 0.25 ND
Cobalt(Co) markg 0.01 0.14 ND 0.02 ND
Copper(Cu) ma/kg 0.1 28 ND 4 ND
Iron(Fe) mg/kg 0.25 280 1.29 40 0.29
Manganese(Mn) mg/kg 0.25 12.6 ND 1.8 ND
Molybdenum(Mo) mg/kg 0.02 0.84 ND 0.12 ND
Nickel{Ni) mg/kg 0.05 0.98 ND 0.14 ND
Silver(Ag) mg/kg 0.03 0.56 ND 0.08 ND
Tin(Sn) mg/kg 5 700 ND 100 ND
Vanadium(V) ma/kg 0.005 0.07 ND 0.01 ND
Zinc(Zn) ma/kg 1 35 ND 5 ND
Arsenic(As) mg/kg 0.001 0.014 ND 0.002 ND
Barium(Ba) mg/kg 0.25 8.4 ND 1.2 ND
Beryllium(Be) ma/kg 0.005 0.07 ND 0.01 ND
Cadmium(Cd) ‘mg/kg 0.002 0.035 ND 0.005 ND
Lead(Pb) mg/kg 0.005 0.07 ND 0.01 ND
Lithium(Li) mg/kg 0.02 0.336 ND 0.048 ND
Mercury(Hg) mg/kg 0.002 0.021 ND 0.003 ND
Thallium(T1) mg/kg 0.1 0.0007 ND 0.0001 ND
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Test Report

Sample Description:

Item No.:

No.: CANHL23007024501 Date: Aug 03, 2023

SCISSORS BLADE
A66 424 F

The above sample(s) and information were provided by the client.

SGS No.;

GZHL2307025327CW

Sample Receiving Date: Jul 27, 2023

Testing Period:
Test Requested:
Testing Performed:

Jul 27, 2023 ~ Aug 03, 2023
Select test(s) as requested by the client.
Follow selected test(s) as requested by client.

Test Requirement : = Conclusion

1 Regulation (EC) No 1935/2004 of the Eurdpean Parliament and of the Council of 27
October 2004, Europe Resolution CM/Res(2013)9 - Extractable Heavy Metals

Kim Cai

Kim Cai
Approved Signatory

Unless otherwise agreed in writing, this document is issued by the Company subject ta its General Conditions of Service printed overleaf,
available on request or accessible at hitpsi//www.sgs.com/en/Terms-and-Conditions. Atlention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company's findings at the time of ils intervention enly and within the limits of Clienl's instructions, if any. The Company's sole
responsibility Is ta its Client and this document does not excnerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced excepl in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the conlent or appearance of this document Is unlawful and offenders may be prosacuted
to th est extent of U s otherwise stated the results shown in this lesl report refer only to the sample(s) tested.

A : To chack th y of testing linspeclion report & certificats, please contact us at laleph ({E6-755)8307 1443

© CH.D: sy
Y199, Kezhy Rozd, Scfence (i, Excrore & Teshafocical Developmentives, Guzngzhoy, Guangrocy, Cha 510663 t [86-20) 82155555 WAW.SGSgroup.com.on
TR CHERRACLTARHPANRS0S  fisis0ee _lBs-ansanseess  sgschina@sgscom

Member of the SGS Group (SGS SA)

Pass




